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METAL KIMYA SAN VE TIC LTD ŞTI 
BALABAN MAH FESTIVAL SOK NO:8 SILIVRI İSTANBUL 
TEL:  02127711507 
FAX: 02127711508 
To the attention of  Önder Özkan   

 
The following sample(s) was (were) submitted and identified by/on behalf of the client as: 

 

Sample No. Sample Description 

A ZT Series Black  Glass Enamel 

 

Client’s reference No. : TR 1004315 
   

Buyer : Hardline 
   

Order No. : Not Provided 
   

Division : Not Provided 
   

Model/Style No. : Not Provided 
   

Article No. : Not Provided 
   

Age Grade : Not Provided 
   

Manufacturer : METAL KIMYA  
   

Country of Origin : Not Provided 
   

Country of Destination : Not Provided 
   

Shipment Date : Not Provided 
   

Fiber Composition : Not Provided 
   

Fabric Weight : Not Provided 
   

End Use : Not Provided 
   

Sample Receiving Date : 16 September 2016 
   
   

Test Performing Period : 16 September 2016 ~ 23 September 2016 
   

   
   

Overall Conclusion : PASS 

Test Results : Please refer to the next page(s). 
   

Performed Test Summary: Selected test(s) as requested by client against Client’s performance standard. 
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The test results relate to the tested items only.  
Test reports without SGS seal and authorised signatures are invalid. 
Reported results do not include uncertainties.  

 
Test Parameters Result 

Chemical tests  A1 
Leachable Lead and Cadmium (EU) M 

 

Remarks : M = Meets client’s requirement 

  F = Below client’s requirement 

  I  = Inconclusive 

  * = No specified requirement 

Notes: Conclusions on meet/fail are based on the test result from the actual sampling of the received sample(s). 

 Residual sample can be returned to client if requested. 

 

 
 
 
 
 
Selen Harman 
Customer Services Team Leader 

Yağız Barın yetkilimüdür 
Section Manager 

 

 

 
 
 
 
 
 
 
 
 
 

Issued in Istanbul 
Signed for and on behalf of 
SGS Supervise Gözetme Etüd Kontrol Servisleri A.Ş. 
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Component List / List of Materials for Chemical Test 
 
Sample No. Sample Description Material No. Component  Material  Colour 

A 
 ZT Series Black  Glass 
Enamel  A1 

 Coated 
Glass 
Enamel  Coating  Black 
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Leachable Lead and Cadmium 

Test Method: With reference to European Directive 84/500/EEC and its amendment 2005/31/EC, 
Analysis was performed by ICP-OES, 

  

 A1 

Released Lead (mg/dm
2
) n.d. 

Released Cadmium (mg/dm
2
) n.d. 

Volume of 4% Acetic acid used (mL) 100 

Surface Area (dm
2
) 1,26 

Height (mm) 5 

Diameter (mm) 90 

Conclusion Pass 

  
Note(s): n,d, = not detected 

 
°C = degree Celsius 

  
Reporting Limit(s)= Pb: 0,1 mg/dm

2
,
  
Cd: 0,01 mg/dm

2 

  
           Recommended Max, Limit(s)= Pb: 0,8 mg/dm

2
, Cd: 0,07 mg/dm

2
 (Catergory 1) 

  
Remark(s)= 1. Recommended max, limit is according to European Directive 84/500/EEC and its 

amendment 2005/31/EC, 
2. Category 1 − Articles which cannot be filled and articles which can be filled, the 

internal depth of which does not exceed 25 mm, 
3. Category 2 − Articles, not in categories 1 or 3, which can be filled, 
4. Category 3 − Cooking ware; packaging and storage vessels having a capacity of 

more than three litres, 
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* * *  End of Test Report  * * * 
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